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1. Strain effect on Li diffusion in LiNbO2 and its sodium analogue 

In order to meet the increasing demands of electronics, electric vehicles and energy storage stations, 

Li-ion batteries (LIBs) with high energy (power) density and long life-span are urgently required. To 

improve the performance of electrode materials in LIBs, it is crucial to establish structure-electrochemical 

properties relationships. One important structural feature is strain and stress in materials. More often than 

not, there exist tensile or compressive strains in the electrode materials during their synthesis and/or 

operation, which are expected to influence their electrochemical properties. Elucidating the dependence of 

electrochemical properties on strain from first-principles is thus of significance to the development of 

aging-resistant electrode materials. 

LiNbO2 is an attractive anode material as it can deliver a high reversible capacity (190 mAh g-1) 

and exhibit a good rate capability and long-term cycle stability (75 mAh g-1 after 1000 cycles). It consists 

of edge-sharing NbO6 trigonal prisms with intercalated Li atoms located in the octahedral environment 

donated as anti-P2 structure (Figure 1a). In this project, we focus on the effect of strains on the diffusion 

of Li ions in LiNbO2 based on first-principles density functional theory (DFT) calculations. Such first-

principles calculations provide critical input for larger scale continuum modeling of the electrodes.  

Two most probable diffusion mechanisms are considered in this project: direct hopping and 

vacancy-assisted hopping of Li ions as depicted in Figure 1b and c. The Li ion diffusion energy barriers 

are calculated using the nudged elastic band (NEB) method in the LiNbO2 host structure as a function of 

strains, ranging from +6.25% (tension) to -6.25% (compression). For the direct hopping mechanism, we 

find that the diffusion energy barrier is 0.64 eV in the absence of strain (Figure 1d). The in-plane (ab plane) 

biaxial tension of 5% decreases the diffusion energy barrier to 0.45 eV while the biaxial compression of 5% 

increases it to 0.89 eV. In the c-direction (normal to ab plane), the uniaxial tension of 5% cuts the energy 

barrier by half to 0.32 eV while 5% compression increases the barrier to 1.09 eV (Figure 1e). We find an 

approximate linear relation between the diffusion energy barrier and the biaxial strain in the ab plane and 

an exponential relation between the energy barrier and the uniaxial strain in the c-direction (Figure 1h and 

i). Therefore, the diffusion of Li ions depends much more sensitively on the strain in c-direction than that 
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in the ab plane. For the vacancy-assisted hopping, the diffusion energy barrier is generally much smaller, 

i.e., 0.16 eV in the absence of strain. The in-plane biaxial tension of 6.25% decreases the barrier only 

slightly by 0.03 eV while the compression of 6.25% increases the barrier by 0.16 eV (Figure 1f). 

Interestingly, 5% tension in the c-direction renders the diffusion barrier to zero while 6.25% compression 

increases the barrier to 0.76 eV (Figure 1g). We find that the diffusion energy barriers exhibit exponential 

relations with strains in both ab plane and c-direction via the vacancy-assisted hopping (Figure 1g and k).  

 
Figure 1. Crystal structure of LiNbO2 (a). Schematic pictures of Li diffusion pathways via the direct hopping (b) 
and the vacancy-assisted hopping mechanisms (c). Diffusion energy barriers with strains in the ab plane (d) and in c-
direction (e) via the direct hopping. Energy barriers with strains in the ab plane (f) and in c-direction (g) via the 
vacancy-assisted hopping. Energy barrier as a function of strain in the ab plane (h) and in c direction (i) via the 
direct hopping. Energy barrier as a function of strain in the ab plane (j) and in c direction (k) via the vacancy-
assisted hopping. 
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Figure 2. Na diffusion energy barriers with strains in the ab plane (a) and in c-direction (b) via the direct hopping. 
The energy barriers with strains in the ab plane (c) and in c-direction (d) via the vacancy-assisted hopping. Energy 
barrier as a function of strain in the ab plane (f) and in c direction (g) via the direct hopping. Energy barrier as a 
function of strain in the ab plane (h) and in c direction (i) via the vacancy-assisted hopping. 

To explore the generality of the above findings, we have performed a similar set of calculations on 

NaNbO2 (the sodium analogue of LiNbO2), which has been used as electrode material in Na-ion batteries 

(NIBs). We find that Na ion diffusion energy barrier via the direct hopping is 0.91 eV, higher than that in 

LiNbO2. The in-plane 5% tension lowers the energy barrier to 0.77 eV while 5% compression increases it 

to 1.03 eV. The c-direction tension of 5% reduces the barrier to 0.55 eV while the compression of 5% 

increases the barrier to 1.39 eV. We find that the linear and exponential relationships between the energy 

barrier and the strain also hold in NaNbO2 for the in-plane and c-direction, respectively. Similar to LiNbO2, 

the energy barrier via the vacancy-assisted hopping is much smaller (0.19 eV) than that via the direct 

hopping. The in-plane tension of 6.25% decreases the barrier slightly by 0.03 eV and the compression of 

6.25% increases the barrier slightly by 0.03 eV. In contrast, 3% tension in the c-direction renders the 

diffusion barrier to zero while the compression of 6.25% increases the barrier to 0.8 eV. However, different 

from LiNbO2, the diffusion barrier displays a linear relation with the in-plane strain via the vacancy-assisted 

hopping. On the other hand, the same exponential relation is observed for the c-direction strains. 

Furthermore, regardless the diffusion mechanism, compared to LiNbO2, the energy barriers in NaNbO2 

depend less sensitively on the in-plane strains, but more sensitively on the strains in c-direction. More 

importantly, we find that the exponential strain dependence in the c-direction appears to be general in this 

type of oxides. We are currently working to understand the origin of the exponential dependence and see if 

this dependence can be generalized to other types of oxides. The analytical expressions of the diffusion 

barriers as a function of strain obtained here from first-principles could be used in large-scale continuum 

modeling of LiNbO2 and NaNbO2 by providing constitutive relations for diffusion kinetics.    
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2. Charge compensation mechanism, structural stability and Li diffusion in Na2Mn3O7 

Mn-based layered oxides, such as O3-NaMnO2, P2-Na0.7MnO2 and tunnel-type Na0.44MnO2, have 

been extensively studied as cathode materials for SIBs thanks to their low costs and low toxicity. However, 

they suffer from problems such as undesirable phase transitions, structural instability and low capacity. 

Layer-structured Na2Mn3O7 or equivalently Na4/7[Mn6/7(VMn)1/7]O2 is particularly attractive because it 

affords higher capacity in the presence of Mn vacancies, e.g., [Mn6/7(VMn)1/7]O2 (VMn for Mn vacancy). The 

electrochemical tests show that Na2Mn3O7 delivers a reversible capacity as high as 220 mAh g-1 when it is 

cycled between 1.5 and 4.4 V vs. Na+/Na. Moreover, Na2Mn3O7 exhibits negligible structural changes upon 

wide voltage-span cycling and high reversibility of oxygen redox reaction. However, the charge 

compensation mechanism over the entire cycling is unknown and how ion transport takes place this types 

of materials is not clear. In this project, we carry out DFT calculations to reveal the charge compensation 

mechanism, to understand the structural stability of Na2Mn3O7 during cycling, and to shed light on ion 

transport. Such understanding could help us design aging-resistant materials for cathodes in both LIBs and 

SIBs.  

Based on the chemical composition of Na2Mn3O7, we know that 2 Na ions can be extracted during 

charge and 2 Na ions can be inserted during discharge. Thus, total 4 Na redox reactions can take place over 

the complete cycle. The atomic configurations of Na2+xMn3O7 (-2 ≤ x≤ 2) during the charge/discharge cycle 

are acquired from the first-principles determined formation energy convex hull. We find that the vacancy 

sites in the Mn-O slab are preferentially occupied by Na ions for x>0, which is beneficial to achieving high 

capacity in supplying more active sites. Moreover, we find that the crystal structure can be maintained even 

when all active sites are occupied. The calculated lattice constants and the bond distances of Mn-O and Mn-

Mn do not change substantially, indicating the stability of the Mn-O skeletons during Na insertion and 

extraction.  

Based on the spin charge density analysis (not shown here), we find that the valence of Mn is +4 

in the pristine Na2Mn3O7 and remains so during charging (x£0 in Na2+xMn3O7). This suggests that Mn does 

not contribute to charge compensation during Na extraction (-2<x<0), agreeing with experimental 

observation. From the density of states (DOS) analysis, we find that O-2p orbitals dominate the DOS 

contribution near the Fermi level in the pristine Na2Mn3O7 and lose electrons as Na ions are extracted (x<0) 

(Figure 3a and c). This suggests that it is the oxygen atoms that compensate for the charge changes during 

Na extraction. On the other hand, the Mn4+ ions are reduced to Mn3+ as Na ions are inserted into Na2Mn3O7 

(0<x<2 in Na2+xMn3O7). An important consequence of the reduction is the appearance of new hybrid 

electronic states near the Fermi level, consisted of Mn-3d and O-2p orbitals owing to the presence of Mn3+ 

ion. As more Na ions are inserted, the number of the hybrid states increases (Figure 3b), indicative of 
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continuous reduction of the Mn ions (Mn4+ à Mn3+), echoed by an increase of Mn3+ ions in the spin charge 

density.  

 
Figure 3. Density of states (DOS) in Na2+xMn3O7 at various charged (x≤0) (a) and discharged (x>0) (b) states. Charge 
distribution near the Fermi level in Na2Mn3O7 (c). Energy barrier of Mn migration into the Na layer in pristine 
Na2Mn3O7 (d) and in NaMn3O7 (e).   

It is known that the migration of transition-metal (TM) ions (such as Mn) into Na layer could lead 

to phase transitions from a layered structure to a spinel. To examine whether such phase transition would 

take place in Na2Mn3O7, we calculate the migration energy barrier of Mn from the TM layer to Na layer 

(Figure 3d), which is over 4.0 eV in the pristine material. This suggests that the migration could not take 

place under normal conditions in Na2Mn3O7. Even if one Na ion per formula is extracted (e.g., NaMn3O7), 

corresponding to the charged state at 4.4 V, the energy barrier is still very high (~2.8 eV), excluding the 

possibility of Mn migration to the Na layer (Figure 3e). These results are consistent with the experimental 

observations that no Mn migration is detected by the STEM. Therefore, the undesirable phase transition is 

suppressed in Na2Mn3O7, underlying its high structural stability and electrochemical reversibility.  








